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SMMARY

An investigation was made to ascertain the validity of various
theories for the plastic buckling of compressed simply supported plates
by means of local-instability tests of drawn square tubes of 1iS-T6
aluminum alloy.

The results obtained were in excellent agreement with Stowell's
mified theory for the plastic buckling of colwme and plates (NACA TN
No. 1556). This agreement, In addition to that previously obtained for
columms and flanges, is considered a satisfactory experimental verification
of this theory which is based on a deformatlon thesory of plasticity. Two
other plastic buckling theories of the deformation type and the empirical
secant-modulus- method also gave a close correlation with the test results,
but a plastic buckling theory of the flow type showed a lack of agreement.

INTRODUCTICN

A theory was recently presented In reference 1 for the plastlc buck-
ling wmder compression of plates with different condltions of support and
restraint along the unloaded edges. Good experimental verification of the
theory was availlable at that time for the special cases of plates with the
two unloaded edges free (colwmms) and of plates with one unloaded edge
free and the other simply supported (flanges). No sulitable experimental
data were then avallable, however, for plates with both wmloaded edges
supported..

Various methods have been used to meke buckling tests of slmply sup-
ported plates In compression. One method utilizes plate-edge support
fixtures. (See, for exsmple, reference 2.) Such fixtures have not always
proved satisfactory because of restralnts and supporting conditions devel-
oped. along the unloaded edges. A method which overcomes this difficulty
and has proved qulte satisfactory for the determination of buckling mskes
use of seamless square tubes, for which each of the four plates may be
considered simply supported. (See p. 333, reference 3.)

In order to obtain experimentsl dsta in the plastic range for the
cage of the compressed simply supported plate to provide additlonal
evidence as to the validity of the theory of reference 1, tests were made
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of drawn square tubes of 14S-T6 aluminum alloy. The present paper gives
the results of these tests and shows the correlation found with various

available theories for plastic buckling.

€
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SYMBOLS

wildth of plate, taken as average inside dimension for square
tubes (fig. 1); use of inside dimensions 18 conslstent
with previous method for dimensioning extrusions (refer-
ence 4) and gives best agreement with test results in elas-

tic range
length of plate——
thickness of plate

plate buckling coefficient depending on plate edge conditions
and plate proportions, teken as k for long simply supported

plates (p. 333, reference 3)

nondimensional coefficlent; number by which critical stress
computed for elastic case must be multiplied to glve criti-
cal stress for plastic case (for stresses in elastic range,

n = 1, whereas above elastic range, n < 1)

Poisson's ratio (taken as 0.33)

Young's modulus of. elasticity taken in compression as 10,700

kei for 14S-T6é alumimm alloy

secant modulus, slope of line commecting origin with any
point on stress-strain curve

tangent modulus, slope of etress-strain curve at any point

campressive yleld stress (0.2 percent—offset)
critical compressive stress
average compressive stress at maximum load

calculated elastic critical compressive strain
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TESTS

Specimens .~ The speclmens were cut from five different cross-sec-
tional sizes of drawn square tube of 14S-T6 aluminum alloy (Fformerly
designated 14S-T) supplied in rendom lengths of from 12 to 20 feet, and
all having a nominal thickness of 0.156 inch. The cross section and
method of dimensioning are illustrated in filgure 1; dimensions of the
local-Instabllity specimens are given in table I together with data on
the compressive yleld stress for the various tubes (A, B, C, and so on)
from which the specimens were taken. All specimens were tested with the
ends ground flat and square in hydraulic testing machines having an
accuracy within three-fourths of 1 percent.

Stress-strain tests.- Compressive stress~strain curves of the mate-
rial were obtained both from compression tests of 8-inch tube specimens
cut from sach end of the tubes and from tests of individual, single-
thickness specimens 2.52 inches long by 0.80 inch wide cut from various
positions around a tube cross section. Tests were made of the 8-inch
specimens in order to obtaln representative longlitudinal stress-straln
curves for the entlre tube, which would take into account the variation
of propertles, such as were found around the cross section for extruded
14sS~T aluminum alloy. (See fig. 3, reference L.) In order to prevent
buckling of the tube, it was necessary to apply lateral support to the
plates (fig. 2). Autographic load-strailn curves were obtained from four
wire strain gages (one on each face) recorded individually. Tests were
made of the single-thickness speclimens for three purposes: to insure that
the 8-inch tube specimens were glving representative longitudinal stress-
strain curves, to study the variation of longlitudinal properties around
the cross sectlon, and to study the isotropy of the material. For the
single-thickness tests, two differential-transformer gages were used with
a compression fixture and recorder to provide awtographic curves.

Local-instability tests.- The plate compressive strengths were deter-
mined from local-instability tests of the square tube specimens. (See
illustration, fig. 3 ) The critical compressive sitress was determined by
the - top of-the-kmnee' method discussed in reference 5 from autographic
load-displacement curves obtained for two adjacent plates of each tube.

A sketch made from an actual record is presented in figure 4. Lateral
displacements of the plates were measured by means of surface hearing
bars held in direct contact with the plate surface by flexlible cantilevers.
(See fig. 3.) The resulting change in strain at the root of the cantile-
vers was recorded. The average stress at maximum load was obtained from
the maximm load recorded by the testing machine.

The minimm length-to-width ratio IL/b +to insure tests of essen-
tially long, simply supported plates and avold the Increase in strength
due to short plate length was established as 4 in figure 5, which pre-
sents data obtained for varlous lengths of tube C.
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In the measurements for the square tubes, the wildths were found to
vary less than 10.5 percent but the thickness varied as much as 7 percent-
from the center of a face to the cormers. This thickness variation was
taken into account by calculating a measn thickness based on the cross-
sectional srea of the specimens end the measured widths. A emall trans-
verse (cylindrical) curvature was found in some of the tube walls; the theo-
retical increase ln the criticel compressive stress resulting from the
moximum observed curvature was less than 1 percent and was therefore
neglected. The characteristics of the tubes at buckling, as evidenced by
the load-displacement curves, were very close to those expected from
theoretically perfect specimens (fig. 4).

ANALYSTS

Stresg~atraln properties.- A knowledge of the baeic compressive prop-
erties of a materisl is needed 1n order to caorrelate local-instability
tests with theory.

Compressive stress-strsin curves obtained from tests of the 8-inch-
long cross Bections are shown for the various tubes in figure 6. In
order to 1llustrate the amount of variation of material properties, upper-
and lower-limit stress-strain curves obtalned from tests of single-thick-
ness specimens cut from tube C are campared wlth the representative stress-
strain curve for the entire cross section of tube C. (See fig. 6.) A
survey of the compressive yield stress Ycy around the tube cross section
(fig. 7) obtained from tests of the-single-thickness specimens indicated
mugually uniform properties for this material. Tests of specimens cut
transversely from the sides of-the same tube showed an average Iincrease
of only 0.7 kel in the compressive yleld stress; thus, the materlal was
indicated to be nearly isotropic. (See fig. 7.5 The variation of OCecy
between-the ends off-any one tube was less than 1 ksl and between different
tubss was only 3.2 ksi. '

In a generalized correlation of the test results with the various
rlastic-buckling theories, the representative stress-strain curve of
tube C (fig. 6) was used to determine values of the secant modulus and
the tangent modulue shown in. ratio form in figure 8.

Local-1nstebility tests.- In the method of analysis used herein, the
experimental critical compressive stress ogy 18 plotted ageinsat the cal-
culated elastic critical compressive strain 6,5 for correlation with the
compressive stress-strain curve for the material and the different theories
of plastic buckling.

In order to calculate this elastic value of ecf which is dependent
only on the geometry of the section, both sides of the plate buckling
equation - R ' oo — _ _ -
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T 151 - u2)p2 (
are divided by E, and 1 1s taken equal tq 1 to glve
24.2
Ser = L : (2)

12(1 - @)p°

EVATLUATION OF 17

L)

In calculating the plastic buckling stresses for plates, 1t 1s con-
venlent to use the plate buckling equation (see equation (l)s and evaluate
the nondimensional coefficient 17 which 18 a measure of the reduced
modulus 1E effective at buckling. For stresses in the elastlc range
n = 1, whereas ebove the elastic range 1 <1l. Values of wn deter-
mined by the various theories (references 1 and 6 to 9) and by the
secant-modulus method (reference 10) are given in the following sections
for long, compressed, simply supported plates, and are shown graphically
in figure 8

Stowell theory.- On the assumption that in plates as well as in
columns unloeding does not occur in the early stages of buckling, Stowell
(reference 1) obtained a solution for the plastic buckling of plates and
colums which was based upon deformation stress-strain relations derived
by Ilyushin. The theory is sppliceble to plates having various edgs
support and restraint conditions; reference 1 glves expressions for g
for a number of different cases. For a long, simply-supported plate,

B REVIEE: g
where
E . Young's modulus
Eg secant modulus
By tangent modulus

Ilyushin theory.- Ilyushin (reference 6) has developed a theory for
plastic buckling of plates and shells based upon deformation stress-strain
relations which differs from Stowell's theory principally in the concept
that unloading on one side of the plate does occur at the beginning of
buckling. An expression for 1, derived from.Ilyushin 8 results (refer-
ence 6), may be expressed as

_1-X 1 -X+ 3]
=72 (l *Vug - ) (W)
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Bijleard theory.- Bijlaard presented & deformation-type theory of
plastic buckling in 1938 (references 7 and 8) which has only recently
recelved attention .in this country. This theory glves results from
which 7 may be written as

" =%—(1 - w2)(VED + B + 28) (5)
where
n Poisson's ratio (elastic value)
1+ g + 3e)

A=

5 - 4t + 30 + g[h(l - u¥) + 3e:|
B = 2(1 + 2ug)

5-4u+3e+gE+(l-u2)+3OJ B
D= L1 + g)

5 - 4p 4+ 30 + gE!—(l - u2) + 39_-1
F = 1

2+2u+'3e
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Hendelman-Prager theory.- Handelmen and Prager have developed &
theory for plastic buckling (reference 9) based upon flow-type stress-
strain relations. For this theory, n may be glven as

M = %@'ll + 2D'30 + D'gg) (6)

where

D'y =1 - cd(2 - )2
D'yp =1 - cd (2 -_u)(zu -1)

D'gp =1 - cd(2n - 1)

g ) e ]

5 =
a =1 - 2
c(5 - L)
E -1
Ey

%@-M)éa-mﬁ
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Secant-modulus method .- An empirical method for determining plastic
buckling stresses of plates was suggested by Gerard (reference 1Q) end has
been found to work quite well for plate assemblies of H-, Z-, and C-sec-
tions for a mumber of alrcraft structural meterials. (See reference k4.)
This method definss 7 -as

B

n= (7)
RESULTS

The results of the local-instabllity tests are summarized for the
critical compressive stress in table I and figure 6 and for the average
gtress at meximum losd in table I. The correlation of the results wilth
the theories for plastic dbuckling and the secant-modulus method 1s shown
In figure 9. _ _ )

For direct comparison with the applicable stress-sitralin curves for
the material, the experimental critical compressive stress ogy 18 plot-
ted against the calculated elastic critical compressive strain sy (Bee
equation (2)) in figure 6 where the test points are seen to fall somewhat
below the atress-strain curves in the plastic regiom.

The generalized correlation with the single representative compressive
stress-strain curve, the theorles for plastic buckling, end the secant-
modulus method is made in figure 9 by adjusting the test results to allow
for variations in the compressive yield stress of the material for the
various tubes by the method described in reference 11l. In this generalized
comparlison the test results in the plastlc region can be ssen to fall a
little below the stress-straln curve which also gives the results of the
secant-modulus methodj the test results lie closest to the calculated plate
buckling curve o, against— ¢, glven by Stowell's theory. Tlyushin's
end Bljlaard's theorles give results which are slightly higher but still
fall below the compressive stress-strain curve. Thus, good agreement with
the test results is shown for the three deformation-type theories of plastic
buckling. There 1s little correlation, however, between the test results
and the Handelmen-Pragexr theory, and the difference between thls flow-type
theory and deformation-type theories is marked. (See fig. 9.)

With regard to the accuracy of the test results for Oeys the nearly
ideal load-displacement curves obtained for many of the tests (fig. 4)
and the unusual degree of i1sotropy of the material (fig. 7) lead to the
bellef that the test specimens came close to being theoretically idesal
specimens, and therefore the testresults provide a good basis for dis-
criminating between the various theorles on plastic buckling of plates.
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CONCLUSIONS

The results of the local-instebillty tests of drawn square tubes
werrant the following conclusions as regerds the plastic buckling of a
long, flat, simply supported ccmpressed plate:

1. The results of these tests show good agreement with Stowell's
theory for the plastic buckling of a simply supported plate which is
based on a deformation theory of plasticity. This conflrmatlon, together
with that previously shown for a flange and columm, is consldered to
constitute a satisfactory experimental verification of the theory.

2. Good agreement with the test results is evidenced in general by
the deformation-type theories for plastic buckling. Stowell's theory is
in the closest agreement with the test results reported herein, but
Ilyushin's and Bijlaard's theories give results only slightly higher.

3. Marked disagreement is shown between the test results and the
Bandelmen-Prager theory which is based on & flow theory of plasticity.

4. Buckling stresses calculated by the empirical secant-modulus
method are reasonsble, though higher than the test results. This
convenient rapid method can therefore be used for an approximate
determination of the critical compressive stress.

Tangley Aeronautical Laboratory
Natlon Advisory Committee for Aeronautics
Iangley Air Force Base, Va., January 18, 1949
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TABLE I.- DIMENSIONS AND LOCAL-INSTABILITY TEST RESULTS

FOR 1uS-T6 ATUMINUM-ATIOY SQUARE TUBE SPECIMENS

L b % ¢ . Adgusted . o

Specimen| Tube in.) (in.) | /D |D/t cr cxr er max cy
(m.)| G2 Co) Bl 5 ey ey | oty | (eot)

(d) (fig. 6)
la A |26.84|6.69 |0.1575! b.0 {42 .5|0.00205| 21 .2 21.2 |31.6 62.2
1b A ]26.846.69 | .1573| Lk.olk2.5] .00205|22.0 22.0 |31.5 62.2
28 B |30.06]/6.69 | .1600{4.5]41.8] .00211|22.6 | 22.6 |31.7 | 60.7
2b B |30.05]6.69 | .1600|%.5|41.8] .0021122.5 22.5 [31.6 60 .7
3a ¢ | ».7u{4.68 | .1557/1.0{30.1| .00ko6|5k.6 | 5h.6 |54.6 | 61.%
La c 9.k1l4.68 | .1557(2.0(30.1] .004OG| 48.1 48.1 |[148.3 61 .4
4b c 9.3514.68 | .1555}2.0{30.1} .00406|48.2 48.2 (148.h 61.4
5a c |1k.2014.68 | .1553{3.0|30.1| .00LO6|Lk.6 k.6 [45.2 61 .4

5b ¢ |1k.11{4.68 | .1553(3.0|30.1| .00406|L5.1 415.1 [L45.5 1.4 -
6a C [18.96}4.68 | .1555[4.0|30.1| .00406|42.8 L2.8 |43.8 61.k
6b Cc |[18.94|4.68 | .1557{4.0|30.1] .00Lk06|L2.9 ko.g 43,5 61.k
Ta ¢ |23.45)4.68 | .1553|5.0(30.1] .00Lk06]|k42.4 ho.h j43.5 61.4
b ¢ [23.4414.68 | .1559{5.0{30.1] .00406|42.8 4L2.8 [43.2 61.54
8a, D |17.83{3.94 1539 4.5{25 .6] .00563}53.3 52.2 [53.9 63.2
8b D |17.83|3.9k | .1539|k.5]|25.6] .00563(53.9 50.8 |[s4.7 1 63.2
Qe E [15.50{3.4k | .1526|4.5|22.5| .00729|57.0 58.1 |57.6 60.0
9b E |15.50]3.44 | .1528{ k.5]22.5) .00729}57.8 59.0 |57.9 60 .0
10a F [ik.42i3.19 | .15314.5({20.8} .00853|61.4 59.9 |61.6 63.0

10b F [1k.k2|3.19 | .1530}{%.5|20.8f{ .00853]60.8 59.3 |61.0 63.0 .
1lla F {19.16}3.19 | .1534 6.0{20.8] .00853|60.8 59.3 160.9 63.0

&1dth 1s measured inslde face to inside face of tubes (fig. 1}.

brhickness is the mean thickness calculated from the cross-sectlonal area.

¢ . = __ fx?t2?
er  12(1 - ue)d : : -

dCJ:'.‘L'bical compresslive stress adjusted for varlations of compressive yield
stress of materisl by methods of reference 1l.
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Figure |,— Cross section of square tube,
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Figure 2.— Method of supporting individual plates of a sgquars tube for
compresgion stress—strain tests.
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Figure 3.— Method of detecting buckling of plate elements of a square
tube under test.
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Critical load Critical load
/-Maxlmum load / /—Maxlmum load
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A

A
Load

A

A
Displacement

Figure 4,— Load-displacement curves for two adjoining plates
of square tube specimen 9b.
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Figure 5.— Variation of critical compressive stress o, and average stress at maximum load Opqx
with the length-width ratio L/b for square tubes of 14S~T6 aluminum alloy (tube C).
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Figure 6,— Ooirelation of test results for the critical compressive stress for long, simply supported,
flat plates with the compressive stress~strain curves for 14S-T6 aluminum alloy. (Calculated
elastic critical compressive strain used for plate tests.)
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o With grain
< Cross grain

Figure 7,-Variation of the compressive yleld stress in ksi over
the cross section of a drawn 14S-T6 aluminum-alloy square

tube (tube C).
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1.0
~n (Handelman-Prager theory)
- Es
\17 (Secant-modulus method)
7 (Ilyushin theory)
Eg Et
ok E \ 7 (Bijlaard theory)
-© \7n (Stowell theory)
Ey
E 4
N
4
.2 \
0
40 50 60 70
Stress, ksi
Eg E

Figure 8.— Variation of = _E'!, and nondimensional coefficient 7

with stress for 14S-T6 aluminum alloy,
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80 7
|. Elastic / +
Handelman-Prager theory \ Stress-strain curve
and secant-modulus
method
60
Iiyushin theory
Stress, Bijlaard theory
Kksi Stowell theory
40
(o] O'Cr
20
o
o) .004 008 012
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Figure 9, — Gorrelation of adjusted test results for the critical compres-
sive stress with calculated plate buckling curves for long, simply
supported, flat plates of 14S-T6 aluminum alloy, (Calculated elastic
critical compressive strain used for plate tests.)



